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HOMEHK STORE

The following sample(s) was/were submitted and identified on behalf of the client as:

Sample Description : ONE SAMPLE OF 100% COTTON SAMPLE A: NO.0 FOR FABRIC.
Brand . GRANDMA HOMEMADE

Composition . (A)100% cotton

End Use : (A)Fabric

Style No. - NO.O

Model No. : NO.O

Category . BABY

Country of Destination . Hong Kong/ Macau/ Taiwan

Retest : No

Sample Receiving Date  :  Jan 28, 2022

Testing Period . Jan 28,2022 - Feb 10, 2022

Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the

sample(s) tested, for further details, please refer to the following page(s).

Test Performed . Selected test(s) as requested by applicant

Residual sample returned to applicant.

Signed for and on behalf of
SGS (Hong Kong) Limited
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Liu Wang, Andy, Technical Manager
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Test Result

Identification of Fluorescence Brighter

(In-house Method; Observation under UV lighting)
- Unit A Requirement
Test Result - Negative =

Note:
Negative: No fluorescence agent was found on the submitted sample
Positive: Fluorescence agent was found on the submitted sample

Fibre Content
(ISO/TR 11827:2012 )

Requirement
(A)

Cotton (%) 100 100

***End of Report***
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